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Polo]ization Induced Pairing: an Excitonic Mechanism for High ‘I*C

Richard L, Martin, Alan R. Bishop, and Zlatko Tesanovic

Theoretical Divicion,

Los Alamos National Laboratory,

Los Alamos, N.M. 87545

The qualitative aspects of a recently proposed mechanism for superconductivity

based on intra and int.e+’nd Cu <->0 charge transfer excitations in t}je cupratcs

are reviewed, In this model, the dynamic polanzablility of the environment

surrounding the CU02 planes plays an important role in enhancing Tc. The

*’sandwich” structures of YBa2Cu307, Bi@2CaCu#)8 and T12Ba2Cu301 o are

ideally suited to this mechanism, We briefly comment on the high Tc design

principles suggested by the model,



The structural feature common to all the high temperature cuprattI

superconductors discovered to date* is the presence oftwo-dimensional shc’ets 2 of

CU02. While much has been learned about th se materials in the past year, the

pairing mechanism remqins elusive. Current theoretical debate centers on the

importance for the pairing interaction of the spin degrees of freedom vs. the charge

degrees of f].eedon13. We have recently proposed a n~echanism4, the polarization

induced pairing model, in which the planes are inherently susceptible to a

superconducting instability due to the emergence or Iou’-lying chary transfL’r

excitations when the system is doped to a mixed-valence stoichiometry (i.e.

Cu2+/Cu3+). These low energy charge fluctuations arise essentially because the

electron affinity of Cu3+” is nearly equal to the ionization potential of 02- in these

materials; the configuration CU3+02- is nearly degenerate with CU2+01’. In the

same way that the polalizability of the lattice’ lc’ads to an attractive interaction in

conventional superconductors, the high electronic polanzability associated \vith

this near degeneracy Icads to an efkctivc attractive interaction betivccn electrons.

The theory evolved from an examination of ub inifio confi~ration-in teraction (C I ~

wave functions for a number of small clusters, as well as fron] a study ofa

semi-empirical two-band extended Hubbard Hamiltonian which incorporates the

full periodicity of the lattice, The parameters which characterize the latter were

chosen to be consistent with the ab initio results, For 1.a2Cu04, both appronchcs

predict the expc]imcnt.ally observed anti-ferromagnetic spin interaction when the

now familiar Cu d 2 2 anti-bonding (AR) bil~~d is !~alf-full (CU2+). As the systrmx -Y

is doped away from half-filling, the magnetic interactions decrease in import iincc’

Cu dx2.y2 AI] btind. This collective chnrgc cxcitatioll can be likened to u



charge-density \va\’e ~vithout the static deformation of the nuclei, and is cffecti~”(’ in

mediating a Cooper pai]ing within the AB band. The rxprcssion for the c!itical

temperature in weak coupling is analogous to that in conventional BCS theory.

Tc - flul e-(l+ “~ ‘)’-P*) (lj

where the effecti~’e interaction between two electrons is given by ).-p*, with ). the

attractive component and P* the direct Coulomb repulsion, and hw is a

3 Supcrconducti\5ty requires a net attractit~e interaction, 1. >characteristic ener~ ,

Ii*. Whereas the characteristic energy fiu.Iis of the order of the Debye temperature

for conventional phonon-mediated superconducti~ti ty, it is of the order of a

characteristic electronic excitation energy (“exciton” ) in the present mechanism, a

feature contributing 5,6 to higher Tc.

While the model suggests that a single CU02 plane can support

superconductivity, the critical temperature is greatly enhanced if the plane is

embedded in a highly polatizable medium, In this regard, the “sand\ vich”

2structure of YBa2Cus07 and the newly discovered TIO and BiO compounds take

on special interest. The beauty of the sandwich structures is that the “jelly” (the

CU03 chains, or the BiO and TIO sheets) can not only enhance the intrinsic

attractive interaction within u single plane ( 1), but they also oflcr the possil)il ,ty of’

mediuting pai]ing bc’tw~w’nc]uctrons in two distinct planes, ttwreby significunt]y

reducing the direct Coulomb repulsion ( P* ),

In what. follows, we focus on the manner in which we believe Tc is enhance’d ill

the Y13i12Cu30i mat~]]ial. I’hc drtails ofthu I]]od[’1ii].~ prl”M’nt~Id (IlStI\\ll(Jr(14,

Suff]ce it to say that it appears h be capable of rationalizing a grciit dual of the

i~)



existing experimental cvide]~ce. For example, the prescnw of t~ro

super-conducting phases in YBa2Cu30T.~, one around 5=0 (WK) and another

8“ the dependence of TCon thearound 6=.2-.3 (60K)’; the absence of an isotope effect ,

CU(2)-014) bond distance observed by Miceli et al.g; the independence of TC to

substitution of other rare earths for Y10; and the anisotropy of the gap function .11

A number of new experimental directions have been suggested which should

shed some light on the validity of the model, However, it is our hope that the

present communication will encourage the synthesis and characterization of new

“sandwiches” \vith even higher TCby enhancing the polarizability and coupling of

the surrounding environment to the CU02 planes.

The structure of the 90K superconductor }~a2Cu30; consists of two sheets of

CU02 in the ab plarw (the “’bread”), separated by chains of Cu03 which run along

the b-axis2(the ‘jelly”). T!]e planes arc weakly coupled to the chain in the

c-directicm by bridging oxygen atoms (04, Figure 1 ). W%at is the nature of the

charge transfer which mediates the paiting ? In addition to the collecti~’e charge

excitation accuring in the planes, our calculations point to two excitations of

importance involving the CU03 chain. The first involves the transfer of an electron

from the non-bonding pn band into the anti-lwndirig Cu dy2-z2 band(~ig, 1). The’

transition dipole is dir(’cted perpendicular to the chain (the transverse exciton).

Ab initio CI studies on tlw CU301 z cluster shown in Fig. I suggest that the

transverse excitation carries a large oscillator strength and requires an energy of

the order of 0.1 cV-0,5CV. This excitation favors intr~plane pairing. ln orci~’r t[~

understand this qualitatively, irnuginc that an electron passes through the Cu in

[3)



the upper plane, and excites the charge transfer from 04-> Cul. The matrix

element go~’erning this process should be essentially Coulombic, i.e. IV-1 /

rCu2.04. This creates a partial positive charge on 04 ~rhich can then attract

another electron in the plane(Fig. 2a). The net enhancement 2“ M given by

Mk,k’) = -2ncN2(0) J\’2 J d w F(k,k’; UJ) / u; (2)

where nc is the density of chains, N2(0) is the density of states at the Fermi energy

in the planes, and F(k,k’; L;) is essentially the wavevector and frequency depe ~dent

polarizability. Note that as the distance between the plane and 04 decreases, the

coupling between the conduction electrons and the charge transfer excitation

increases. The model thus suggests

Note also that the orientation of the

that this distance should correlate with Tc.

transition dipole for the trans~’erse excitation is

repulsive for interplane pairing.

the

the

the

The second important excitation involves Cul -01 charge transfer. In this case,

transition dipole is oriented along the chain (longitudinal exciton). Because of

extended nature of the chain, this is manifested as a collecti~’e excitation within

Cu dy2.z2 band which can nlove down the chain \vith \vavevector 2k?, where l-if

is the Fermi wavcvector. This precursor of a charge densit;~’ \vave is not

nccessal+ly commensurate with the lattice, but it can be Dictllred qualitative’ly as in

Fig. 2b. It is strictly analogou~ to the co:lcctive excitation diwuswd carlic’r for a

single plane, but because of the perfect Fermi nesting associatd with

12 ‘one-dimensional systcrns , 1s even more efT(’cti\’r in mediating Cooper pairing.

While the transverse exciton favors intrap]ane pairing, the longitudinal

excitation l~us thr proper s~mmctry to n~cdiatc both inter- nnd intrtiplanr pniri])~

These two excitations cnt(’r into thr oxplcssit~n for ? iidd]t]i’~’1}, s() tl]i~t tl]t’ II(II

attraction is greater for intraplanc us opposed to intrrplanr p:ii ring, \Ve susjm’t,



ho~vcver, that the reduced direct Coulomb repulsion associated u’ith intcrplanc

1~ iOr the 901{ transition inpairing will dominate, and that it is responsible

}’Ba2CU307. As oxygen is removed, the vacancies disrupt the chains, and thu

effcctive]lcss of the longitudinal excitation decreases. At some poirit, presumably

near ~a2CU306 7, the more localized transverse excitation becomes the dominant

mode and we associate it with intra-plane pai]ing and the 60K plateau. As further

oxygen is removed, the magnetic interactions become more important. At

~a2Cu306 s, we reach a formal CU2+ va.hmce(the l/2-filled band), and the CU3+

character necessary for the low-lying charge transfer excitation vanishes.

lf this model proves to be correct, ]t suggests that other high TC materials

should have the following design. The “bread” should be a good conductor

(metallic) with a large density of states at the Fermi energy. It should be obvious

that CUO plays no special role in the theory, except for the important feature that

the electron affinity of Cu3+ is similar to the ionization potential of02- in this

lattice, thereby paving the way for tile low-ener~ charge transfer n~odesl 4. In t

sense, likely candidates could be selected based upon their proximity to a CD\V

instability. The plane should be weakly coupled to a highly polarizablc medium

The latter might be either one- or two-dimensional, but the perfect nesting fcafurcs

at any band-filling associated with chains ]cad to a particularly c’n)~anced

polanzability at 2kf. The maximum attr;]ction A is achicf.ud when the Fermi

svavevector ill the chain is sin)ilar to that in the plane, sinm’ the formation ofa

Cooper pair in the plane (kfP,-kfP~ r~’quirvs a nlom~’ntun] exchange 2k~, whiull is

prt’cisc]y whut is a~~ailuble in the cull~wtiv(’ excitation in tl)c ch:iin ifkt=k~. Jn

ord(’r to nl:]simiz~’ the coupli])g (() this {Ixcit:l[iol]. t))(’ bndgil)g lig:~llds s.hou~cl )MI;IS

close to the plunes as possible and weakly interacting, The l[]tter is ensured in

# —.



}’Ba2Cu307 by haiing the conduction band composed ofdx2.y2 character, wl~ich is

orthogonal to the blidging O(pz) orbital. If this ~vere not the case, the system n)igllL

be expected take cm three-dimensional metallic behavior and the benefits associated

with the reduced dimensionality and the separation between the conduction

electrons and the polanzable medium would be lost. In order to minimize the

direct repulsion p ●, the planes should be as far apart as possible. There will be,

however, some optilnal separation where the reduction in the Coulomb repulsion is

balanced against the loss in the interplane pai]ing interaction, It is, of course,

easier to stipulate these criteria than it is to realize them, but there seems to be nc a

priori reason they could not be artificially designed and synthesized in other

materials.
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Figure captions:

Figure I ) A ~u301 ~ cluster rnodcl of the sand~vich structure of YBa2Cu307 is

sho~vn on the left. It consists of three Cu atoms and their nearest-neighbor

oxygens. The upper and Io\ver CU(2) have the coordination of the planes, while the

central Cu(l ) is an element of the chain which rur,s along the b-axis. Two

important bond distances are labeled rl and r2. To the right of the cluster are

shown the three molecular orbitals which evolve from the dy2.z2 orbital on Cu(l )

and the pz atomic orbitals on the two O(4) sites. They are classified by the number

of nodes as bonding(B), non-bonding(NB), and anti -bunding(AB), and contribute to

the B,NB, and AB bands of the chain shown below”. The phase of the orbitals is

denoted by color; the dx2.y2 orbitals in the planes are shoum for the reader’s

orientation. ln the limit that the chain wa~ purely CU3+, the B and NB bands

would be full, and the AB band empty. The transverse excitation described in the

text corresponds to an interband transition in which an electron is transferred

from NB ->A-B.

Figure 2a) A schematic of the way in which t!~e transverse excitation enhances the

intra-plane pairing. Excitation of an electron f;om the NB band to the AB

band(Fig.1 ) results in charge transfer from the blidging oxygen to the central Cu.

This leads to a partial positi~’e charge on O(4) which can mediate intra-p]ane

pairing. The enhancement is dependent on the Cu( 2)-0t4] distance as \vell as the

energy and oscillator strength of the transition.

2b) A schematic of the collective excitation within the anti-bonding band, the

Longitudinal exciton. This excitation has the proper symmetry to mediate bofh

inter- and intraplane pailing.
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